Agqueous solution lon concentration of the solution

Filtration Amount Solution Mixing I
Adsorbent Production PartICIe Compositionetc. pH  O:Yes of volume time(1) Cs Sr(2) 1) adsor;lztlon Kd(D)
area size X :No adsorbent VImi] [h] [ppm] [ppm] [ppm] ratio
: m[g] [%]
LDH/synthesis mordenite (1:1) complex Ultrapure water (@] 0.1 10 24 1 234 305
LDH/synthesis mordenite (1:1) complex Ultrapure water (@] 0.1 10 24 10 19.3 239
Hydrotalcite Ultrapure water (@] 0.1 10 24 1 4 45
Hydrotalcite Ultrapure water O 0.1 10 24 10 <0 <0
LDH/synthesis mordenite (1:2) complex Ultrapure water 7.03 O 0.1 10 24 05 164 196
LDH/synthesis mordenite (1:2) complex Ultrapure water 7.08 O 0.1 10 24 1 157 186
LDH/synthesis mordenite (1:2) complex Ultrapure water 6.43 (@] 0.1 10 24 10 189 233
LDH/zeolite (1:2) complex Ultrapure water 7.03 (@] 0.1 10 24 05 1 1
LDH/zeolite (1:2) complex Ultrapure water 7.08 (@] 0.1 10 24 1<0 <0
LDH/zeolite (1:2) complex Ultrapure water 6.43 (@] 0.1 10 24 10 25 26
Hydrotalcite Ultrapure water 7.08 () 0.1 10 24 1 57 6




