Aqueous solution

Ion concentration of the solution

D Adsorbent Production ek see() Composition,etc. pH Fllt:'atlo i ?/lettni‘lo: Mti::? Gs Sr ! adsfr;ticn Kd(Cs)
area /M m O:.Yes adsorbent VIml  [h] [ppm] [ppm] [ppm] ratwg)
X No mlgl [%]1
001 Zeolite oK bo 484 Distiled water 62 x 03 0 24 1 0 998 48E+04
002 Zeolite oK bo 484 Distiled water 58 x 03 0 24 10 0 997 36E+04
003 Zeolite oK bo 484 Distiled water 56 x 03 0 24 100 0 967 29E+03
004 Zeolite oK bo 484 Distiled water 53 x 03 0 24 1000 0 730 27E+02
005 Cancrinite carbonate - Distilled water 62 X 03 0 24 1 0 860 6.1E+02
006 Cancrinite carbonate - Distilled water 58 X 03 0 24 10 0 730 27E+02
007 Cancrinite carbonate - Distilled water 56 X 03 0 24 100 0 360 56E+01
008 Cancrinite carbonate - Distilled water 53 X 03 0 24 1000 0 120 14€+01
009 Analcime - Distilled water 62 X 03 0 24 1 0 984 6.2E+03
010 Analcime - Distilled water 58 X 03 0 24 10 0 89.0 B8.1E+02
011 Analcime - Distilled water 56 X 03 0 24 100 0 260 35E+01
012 Analcime - Distilled water 53 X 03 0 24 1000 0 70 75E+00
013 Cancrinite carbonate - Distilled water 60 X 03 0 24 004 0 830 49E+02
014 Cancrinite carbonate - Distilled water 68 X 03 0 24 0.1 0 797 3.9E+02
016 Cancrinite carbonate - Distilled water 58 X 03 0 24 10 0 620 1.6E+02
017 Cancrinite carbonate - Distilled water 56 X 03 0 24 100 0 260 35E+01
018 Cancrinite carbonate - Distilled water 53 X 03 0 24 1000 0 110 12E+01
019 Oxalate cancrinite - Distilled water 60 X 03 0 24 004 0 97.1 3.3E+03
020 Oxalate cancrinite - Distilled water 68 X 03 0 24 0.1 0 965 2.7E+03
021 Oxalate cancrinite - Distilled water 62 X 03 0 24 10 0 968 3.0E+03
022 Oxalate cancrinite - Distilled water 58 X 03 0 24 10 0 916 1.1E+03
023 Oxalate cancrinite - Distilled water 56 X 03 0 24 100 0 520 1.1E+02
024 Oxalate cancrinite - Distilled water 53 X 03 0 24 1000 0 150 18E+01
025 Sodalite - Distilled water 60 X 03 0 24 004 0 441 79401
026 Sodalite - Distilled water 68 X 03 0 24 0.1 0 320 47E+01
027 Sodalite - Distilled water 62 X 03 0 24 1 0 360 56E+01
028 Sodalite - Distilled water 58 X 03 0 24 10 0 80 B.7E+00
029 Sodalite - Distilled water 5.6 X 03 0 24 100 0 100 1.1E+01
030 Sodalite - Distilled water 53 X 03 0 24 1000 0 70 75E+00

(1) Particle size measurement: Median diameter SHIMADZU SALD-7101
(2) The shaking wasused to invert the rotation type stirrer.

(3) ICP-MS



