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004 Fe-smectite(100) Ion-exchanged water × 0.1 10 24 10 98.3 5900.0

005 Fe-smectite(200) Ion-exchanged water × 0.1 10 24 10 96.1 2471.4

006 Montmorillonite Tsukinuno Ion-exchanged water × 0.1 10 24 10 99.4 17899.9

014 Fe-smectite(2) Ion-exchanged water × 0.1 10 24 10 94.6 1750

015 Co-smectite 0.1 10 24 10 81.8 450

016 Ni-smectite Ion-exchanged water × 0.1 10 24 10 86.5 640

017 Cu-smectite 0.1 10 24 10 69.7 230

018 Zn-smectite Ion-exchanged water × 0.1 10 24 10 87.9 725

Aqueous solution Ion concentration of the solution


